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Steel and iron - Sampling and preparation of samples for 

the determination of chemical composition'······················· 1086 
~Jc.&.CffjJ-{~"jtJJX;5tJEiim~~4~~Ifj(.&.CfWliJ~ 

Stress corrosion cracking testing of metals and alloys using 
reverse V-bend test method ·.. · 1132 

~}F.l1;.&.CfI'5-~~~UI!llI:f~,~~'ii:'Jtl"tc.r.t~1JffJ!f,tjljlJh.~A~7Jit 

Steels - Micrographic determination ofthe apparent grain size'" 1139 
JiIlfiJ-*Ei~mOC~li!Il~ji~A~7Jit 

Macrostructure detecting method for steel 1189 
JiIlfiJ~7:70~Jl~~A,~1iit 

Microscopic testing method for the non-metallic inclusions 
in steel·· .. ·· ·· ···· 1200 

jnJ~~F~}F.l1;1rft!f?!J~li!Il~ji~~7Jit 

Method of macro-streak-flaw test for steel· · 1246 
jnJ~j:l!l ~T'~ ~ ~~~A,~7JYft 

Methods of measuring case depth hardened by carburizing 
treatment for steel 1259 

JiIidJ~~ERliJ!!{~Jii?5l! ~ jjl~JE7Jit 

Steels - Determination of depth of decarburization 1270 
jnJ~ Jl)l.mJii j2~ ~ iJ!.1I JE7Jit 
Methods of measuring case depth for steel hardened by 
flame or induction hardening process 1290 

j,1iM~~A.&.Cf~m7m:~AlIJ!!{~Jiij2~~jjl~JE7Jit 

Method of sulphur print for steel* 1296 
i!I~-tj-)V77/1)/r~A,~7Jit(:IR:fiI') 

Method of hardenability test for steel (End quenching 
method) 1299 

jnJ~~Nt1~,~7Jit (~Mjij~A7Jit) 

Method of measuring nitrided case depth for iron and steel'" 1316 
~jnJ~~{~Jii?5l!~jjlIIJE7Jit 

o This Standard is soon to be revised (see http://www.webstore.jsa.or.jp/). 
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JIS G 0563 : 1993	 Method of measuring surface hardness for nitrided iron and 
steel·········· · .. · .. ··········· .. ······ ······ .. · 

~MO)~f~J!'!i~iIDli£~iJlU'fE1J$ 

JIS G 0564 : 1999	 Metallic materials - Determination of plane- strain fracture 
toughness············································· 

~~~-H4-'fiIDU--r·""M1:tltlv(tJ.J)'I"E1m.~1J$ 

JIS G 0566 : 1980	 Method of spark test for steels · · · 

MO)*:m1m.~1J$ 

JIS G 0567 : 1998	 Method of elevated temperature tensile test for steels and 
heat-resisting alloys 

~MtH47:fl.cFiliM;li!i~~O)iWil/jfi91'*1m.,1Rr.f$ 

JIS G 0568 : 2006	 Eddy current testing method for steel products by encircling 
coil technique 

MO)Ji:im:J -{ )v$~~J; ~iI%mtl*~gJ\,~1J$ 

JIS G 0571 : 2003	 Method of oxalic acid etching test for stainless steels .... ·· ...... 
AT~VA~O)L~7~~7+~~1m.~1J$ 

JIS G 0572 : 2006	 Method of ferric sulfate-sulfuric acid test for stainless steel ... 
AT~VAMO)~~·~~~=~~~1m.~1J$ 

JIS G 0573 : 1999	 Method of 65 per cent nitric acid test for stainless steels 
AT~VAM0)65%liI1J~~~gJ\~1J$ 

JIS G 0575 : 1999	 Method of copper sulfate-sulfuric acid test for stainless steels'" 
AT~VAMO)~D·~D~~~1m.~1J$ 

JIS G 0576 : 200 I	 Stress corrosion cracking test for stainless steels .. · · 
AT~VAMO)~n~~~n1m.~1J$ 

JIS G 0577 : 2005	 Method of pitting potential measurement for stainless steels'" 
AT~VAMO)tL~1illi:iJlU'fE1J$ 

JIS G 0578 : 2000	 Method of ferric chloride tests for stainless steels 

AT~VA~O)t![f~~=~~~1m.~1J$ 

JIS G 0579 : 2007	 Method of anodic polarization curves measurement for 

1325 

1328 

1345 

1369 

1375 

1394 

1400 

1408 

1411 

1419 

1426 

1434 

stainless steels························································· 1437 
AT~VAM0)7J-~9.~ ••'fE1J$ 

JIS G 0580 : 2003 Method of electrochemical potentiokinetic reactivation ratio 

measurement for stainless steels···································· 1446 
AT~ vAMO)1i~f~"FIikJfl}tl5ttf~$O)ill.U'fE1J$ 

JIS G 0581 : 1999 Methods of radiographic examination for steel castings .. ·...... 1450 
~MQ"/,O)1.iU,t.~~gJ\,~1J$ 

JIS G 0582 : 2004 Ultrasonic examination for steel pipes and tubes · · 1470 
WiI'§'O)mifiBi:l*flt§t:l'i1J$ 
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Id 
...... 1325 

JIS G 0583 : 2004 Eddy current examination of steel pipes and tubes by 

encircling coil technique·········································· .. · 1493 
*ffoY~:im::J1 )v7*~':J:~l'/lMm~{I~j!;f1J$ 

Ire JIS G 0584 : 2004 Ultrasonic examination for arc welded steel pipes ...... ·· ...... · 1512 
...... 1328 

7-7m~~ff~~*~~{I~~1J7* 

JIS G 0585 : 2002 Radiographic inspection for steel castings 1532 
...... 1345 

~Mdb~1iJI:M~~)/!\\~'l"E 

JIS G 0587 : 2007 Method for ultrasonic examination for carbon steel and low 
alloy steel forgings · 1537 

...... 1369 
~~~~M~RU~~~~~M~~~*~~{I~~1J~ 

JIS G 0588 : 1995 Visual examination and classification of surface quality for 
ng steel castings 1563 
...... 1375 

~Mdb~m~~~~~1J~RU~~~m 

...... 1394 
JIS G 0590 : 2005 Method of critical pitting temperature measurement for 

stainless steels 1584 

A'T/VA~O)Ili\I;J'rfL~ilfi\.lljj!IJJE1J~ 

el ... 1400 JIS G 0591 : 2000 Method of sulfuric acid test for stainless steels 1594 
A'T/vAilI~lim~Jljf~gJtJ(~1Jl'* 

...... 1408 JIS G 0592 : 2002 Method of determining the repassivation potential for 
crevice corrosion of stainless steels ........ · .... · .. · .... · .. · ........ 1596 

els'" 1411 A'T /vA~~Jljf~9~*fl}/fllJ~{fj'lltlli:illtlJEJJ7* 

...... 1419 
JIS G 0593 : 2002 Testing method for corrosion and scale inhibition performance 

ofwater treatment additives in cooling water system· .. · .... · .. · 160 I 
J1<:£&Fl!J'fIJ~Jljf~RUAT-MJi l1:1WfIffi~Jt,~1Jl'* 

:Is'" 1426 JIS G 0594 : 2004 Methods of accelerated cyclic corrosion resistance tests for 

...... 1434 
anodic coatings with exposure to salt spray, 
conditions · .. · ·· · .. ·· 

dry and wet 
· ··· 1613 

fllt~tlIl flffll!I:f& ~-if 17 )vJljf f,tflEif!1~iI;,~j]7* 

...... 1437 
JIS G 0595 : 2004 Rating method of rust and stain of atmospheric corrosion for 

stainless steels·· ·· · .. · .. · .. ·· · ·· .. ···.. 1631 

A'T~VA~~~OO~U~~~N1WflffiJJ7* 

:io JIS G 0602 : 1993 Test methods for vibration-damping property in laminated 
..... 1446 damping steel sheets of constrained type · 1642 

ilitlJINffll!I:f& ~JlNtlJl'~~¥.ff!f.~.i\~JJ7* 
..... 1450 JIS G 0701 : 1957 Symbols offorming ratio for steel forging· · 1652 

~~~~~~~~~~M~~~hL1J 
..... 1470 JIS G 0801 : 1993 Ultrasonic examination of steel plates for pressure vessels······ 1656 

frn~~m~~~~*~~~~~1J7* 

JIS C 0802 : 1998 Ultrasonic examination of stainless steel plates .. · .. · .. · ...... · .. 1678 
A'T/VA~~~~*~~~~~1J7* 
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JIS G 0901 : 1992 Classification of structural rolled steel plate and wide flat for 
building by ultrasonic test 1704 

It?ii'imm:f&:&(j¥~O)iI]1'flEiJ5l1{~Ht;,!!fttlcJ:~~t&7j~c. T<Jti'¥k\li 
JIS H 0401 : 2007 Test methods for hot dip galvanized coatings 1717 

i~l!'RtJE&a&fJ-::> ~;\Jt,!!ftt1JJt,; 

JIS H 8672 : 1995 Methods of test for hot dip aluminized coatings on ferrous 
products \ 732 

j~j.1M.71'" 2,.::.'7 ,L,&fJ-..J ~Hit.!~~hlk 

Ca 
Raw Materials 

~~-t~ JISt 
JIS G 2401 : 1979 Classification standard for iron and steel scraps ...... · .......... · 1741 

~<-nt~~~ 

JIS G2402: 2002 Aluminiumdrossforironandsteelmaking· .......... -<DR>· .. \747 JIS t 
&,HIIDJ#JYi"'2,.::.'7,L, ro·O.A 

JIS G2402: 2005 Amendment l()J1itml) · · · · .. · .. ··· 1775 
, JIS G 2301: 1998 Ferromanganese'" <FMnH, FMnM, FMnL> JIS <; 

7.:c0';'/ll/ 

JIS G 2302 : 1998 Ferrosilicon < FSi > 
7 .:cOy I) ::1/ 

JIS G 2303 : 1998 Ferrochl'omium ...... < FCrH, FCrM, FCrL> JIS G 
7.:c0:701. 

JIS G 2304 : 1998 Silicon-Manganese < SiMn > 
,,1)::1,;,/;1// JIS G 

,JIS G 2306 : 1998 Ferrotungsten _............... < FW > 
7.:c0 7/:7';7..-r/ 

JIS G 2307 : 1998 Ferromolybdenum 
7.:c0Cf:I)fj'·/ 

< FMoH, FMoL> 
JIS G 

,JIS G 2308 : 1998 Ferrovanadium ·· .. < FV > 
7.:c0/{-r,,:"J1. 

Omissil 
JIS G 2309 : 1998 Ferrotitanium <FTiL> ~Ii& 

7.:c01-7/ 

JIS G 2310 : 1986 Ferrophosphorus < FP > 
7.:c0;1;;7..;1;lv 

JIS G 2311 : 1986 Manganese metal ........ ·........ ·.. ·.. ·.. · <MMnE> 
1i7.r:ri,,;,/;I:i'/ 

.JIS G 2312 : 1986 Silicon metal < MSi > 
~I~H~)* 

JIS G 2313 : 1998 Chromium metal ...... · ...... · .... · .... · ...... <MCr> 
~!Ill:701. 

JIS G 2314 : 1986 Calcium silicon ...... ·· .......... · .. · .... · ...... < CaSi > 
f]lv:/'71.yl) ::1/ 

- 16 -
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Dr JIS G 2315 : 1998 Silicon-Chromium < SiCr > 

.... 1704 Y') :J7PL 

~$ 

.... 1717 

JIS 

JIS 

G 2316: 2000 

G 2318: 1998 

Ferronickel <FNiH, FNiL> 
7 x p.::. 'J 'TIe 

Ferroboron .. ··· .. ·· .... ······ .... ······· <FBH, FBL> 
7 xp;j-;'py 

JIS G 2319 : 1998 Ferroniobium · < FNb > 

.... 1732 7 x p.::.;i'7" 

Carbon and Alloy Steel for Machine Structural Use 
t~\H~ml§m~~M	 . '8"~m 

JIS G 4051 : 2005 Carbon steels for machine structural use' . 
.... 1741 .... · · · .. ·<SxxC, SxxCK>'" 1779 

~f1Jtm€fflw*f,ijJiUJ;f/t 

,'" 1747 .JIS G 4052 : 2003 Structural steels with specified hardenability bands········· 

<SMn-H. SMnC-H, SCr-H, SCM-H, SNC-H. SNCM-H> .. · 1794 
.... 1775 'i~ At1~f!f;ill Ltd/J\'mfflf,ijJ~*<t (H ijjj) 

JIS G 4053 : 2003 Low-alloyed steels for machine structural use · 
.................. <SMn, SMnC, SCr, SCM, SNC, SNCM>'" 1834 

.mtf1Jtflf€ffl1S'{flf,ijJ~i!H<t 

JIS G 4107 : 2007 Alloy steel bolting materials for high temperature service'" 
........................ , <SNB>'" 1851 

iI'li¥Mffl1S'~f,ijJ;t· Iv r *<t 
JIS G 4108 : 2007 Alloy steel bars for special application bolting materials'" 

............................................................ <SNB>'" 1858 

!fif~ffl)£i't~f,ijJ;f,·)j,.. r ffl~f,ijJ 

JIS G 4202 : 2005	 Aluminium chromium molybdenum steels...... <SACM>'" 1867 
7' )j,.. 2. .=. '7 .b. :7 p .b..:c I) 7"-}"':..--ill~ t<t 

JIS G 7105 : 2000	 Heat"treatable steels, al10y steels and free" 
cutting steels - Part 18 : Bright products of 
unalloyed and low alloy steels 
;'{\!<Q,:@'fflilJlJ. iJ-'iRjlj]iU:Jtj(IlUjlj-m 18 J1~ : Da~ilbl:&.lFI]\; 

ii-i2ml;l.iJ'~~Jl, (lsol±f-r<) 

JIS G 7401 : 2000	 Steels for cold heading and cold extruding 
(j1ru'EE~&LF~r~'j!jlWL}jJjl](ISO I±f-r<) 

JIS G 7501 : 2000	 Direct-hardening unalloyed and low"alloyed 
wrought steel in form of different black products 
mAm~L~Fi5-~liIYl:&.LF~iJ-i2jid (ISO I±tif{) 

JIS G 7502 : 2000	 Wrought nitriding steels 
~{/:;jid(ISO{I:W) 

JIS G 7503 : 2000	 Wrought case-hardening steels 
'j:f~'mjl] (ISO {±tif<) 
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Steel for Special Purpose 
~9*m~~ 

Stainless steel,	 heat-resisting steel and super alloy 
AT/L".AM·it~.·~~5ft 

JIS G 4303 : 2005	 Stainless steel bars ····················· .. ············-<SUS-B> ... 1883 
7.T/'v7.~1'$ 

JIS G 4304 : 2005	 Hot-rolled stainless steel plate, sheet and strip .. · .. · .. ·· .... · 
............................................. < SUS-HP, SUS-HS > ... 1902 

~~r,,'FE9J&AT/v7.~:tJi&l1~* 

JlS G 4305 : 2005	 Cold-rolled stamless steel plate, sheet and strip· .. 
............................................. < SUS'CP, SUS'CS>'" 1937 

~r,,'!Hl7.T/v7.i'!If£{&l1iiI!Hff 

JIS G 4308 : 1998	 Stainless steel wire rods < SUS-WR > 1968 

7.T/v7.jjj~*;t 

JIS G 4308 : 2007 Amendment I Oli.it!ll J) 1976 

JIS G4309: 1999 Stainlesssteelwires.. ··· .. ··<SUS-W, SUSXM-W, SUH·W>··· 1977 
AT/'v7.~~ 

JIS G 4310 : 1999	 Method of mass calculation for stainless steel plates and 
sheets, and heat-resisting steel plates and sheets . 
..........................................< SUS, SUSXM, SUH>'" 1987 

AT/VA~~&U~AAM~~I~lli~~ 

JIS G 4311 : 1991	 Heat-resisting steel bars < SUH·B, SUH·WR > 1990 

iffitAA~~ 

JIS G 4311 : 2007 Amendment l(~t!lll) 2009 

JIS G 4312: 1991 Heat-resisting steel plates and sheets .. 

.................. <SUH'HP, SUH'CP, SUH·HS. SUH·es> .. · 2012 

illt~\~1& 

JIS G 4313 : 1996 Cold rolled stainless steel strip for springs .. · .. ·< SUS'CSP > ... 2035 
LfbfflAT/VAj'j#f 

JIS G 4314 : 1994 Stainless steel wires for springs -< SUS-WP > 2046 

Lfbffl AT/v7.M*JIt 

JIS G 4315 : 2000 Stainless steel wires for cold heading and cold forging······ 
· ·· .. · · ·· · .. · .. <SUS·Ws> .. · 2053 

~rA'ff*1ffl7.T/ v7.j!f,ijM!R 
JIS G 4316 : 1991 Stainless steel wire rods for welding ...... · ........ <SUSY> .. · 2060 

igmffl7.T/'v7.~~*;t 

JlS G 4317 : 2005	 Hot-formed stainless steel sections· .. · .......... -< SUS-HF > ... 2065 

AAr"'R~J~ 7.T /' v 7.JJJff%i1i1!1 
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rS-B>'" 1883 

HS> '" 1902 

·CS>··· 1937 

WR>'" 1968 

.......... 1976 

[-w> .. · 1977 

UH>'" 1987 

iVR>'" 1990 

........ ·2009 

CS>'" 2012 

:SP>'" 2035 

'oIP>'" 2046 

VS>'" 2053 

3Y>'" 2060 

IF>''' 2065 
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JIS G 4318 : 1998 Cold finished stainless steel bars·················· < SUS-CB > '" 2084 
f%Fdlf±J:7,7":.-' v 7,~W 

JIS G 4318 : 2007 Amendment I OJ1!mll)	 2092 

JIS G 4319 : 1991 Stainless steel blooms and billets for forgings'" < SUS-FB > 2093 
7,7":.-' v 7,~&!'i~&lJJtjijijjJt 

JIS G 4320 : 2003 Cold-formed stainless steel sections· < SUS-CF > 2099 
f%F,,'~ff}7, -T:.-'V 7,~ff}llIlDJ 

JIS G 4321 : 2000	 Stainless steel for building structure········· < SUS, SCS-CF>'" 2114. 
}I~:mlliJtj7,7":.-'v 7,llIlDJf-t 

JIS G 3320 : 1999 Coated stainless steel sheets · < SUSC, SUSCD>'" 2139 
~~7,-T:.-'VA~1& 

<)JIS G 4901 : 1999	 Corrosion-resisting and heat-resisting superalloy bars.. · ...... 
.... ·· .......... · .. · .. ·· .......... · ...... · .. · .... · .. · ...... ·<NCF-B>· .. 2151 

jffi1iiit~mi;-~W 

JIS G 4902 : 1991	 Corrosion-resisting and heat-resisting superalloy plates and 
sheets <NCF-P> 2163 

jffi1ttit~-!\m i;-~1& 

JIS G 7601 : 2000 Heat-resisting steels and alloys 
iffiH,MIIl1J<O'i5-idISO{±f;Ji) 

JIS G 7602 : 2000	 Stainless steels for springs - Part 1 : Wire 
li:/d.JljAT/v7.M-m-l fljl : ~(ISO{±~) 

JIS G 7603 : 2000	 Valve steels for internal combustion engines 
P3~tI!tf1,!JJlj/ ,'JV fi!tt (ISO {t~) 

JIS G 7604 : 2000	 Nickel and nickel alloys bars 
:::''17" JV7Jz0':::. '17" Jv{t-;E~ (ISO{±~) 

JIS G 7605 : 2001	 Nickel and nickel alloy plate, sheet and strip 
:::")7" JV 1J«J:::.,) 7"Jvi5--&O)~;j)j(, $-fjj[7Jz0'* (Iso {iUi) 

JIS H 4551 : 2000 Nickel and nickel alloy plate, sheet and strip ... 
......... < NNCP, NLCP, NCuP, NCuR, etc. > 

:::. ';J 'T JV7Jz0':::. ')7" Ivi5-1e;j)j(7JzO'* 

JIS H 4552 : 2000	 Nickel and nickel alloy seamless pipes and tubes 
< NNCT, NLCT, NCuT, MCrT, NCrMFT > 
:::")7"JV7Jz0':::'';J 'T Jvh1il:ml-Hlll'Ef 

JIS H 4553 : 1999 Nickel and nickel alloy bars < NW > 
:::''1'T JV7Jz0':::''17" Jvh-&~ 

JIS H 4554 : 1999 Nickel and nickel alloy wire and drawing stock 
...................................................... <NW> 

:::. 'j 'T Jv1J<0':::. '17" Jvi5-1eO)~I:i.:Ifb:#H 

JIS H 5701 : 1991 Nickel and nickel alloy castings . 
...... < NC, NCuC, NMC, NMCrC, NCrFC> 

:::. ';J 7" 1(., »"0':::. '1 7" J(.,A{itil!¥J 

o This Standard is soon to be revised (see http://www.webstore.jsa.or.jpl). 
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JIS
Tool steel and hollow drill steel 
I~~'t:p~~ 

JIS G 4401 : 2006 Carbon tool steels·········································· <SK>'" 2178 JIS 
m~I~j\Jf¥lJfJ 

JIS G 4403 : 2006 High speed tool steels· ...... ··· ...... ····· .. ···· -. .... < SKH > ... 2196 

~))EOCI~~~*J JIS I 

JlS G 4404 : 2006 Alloy tool steels < SKS, SKD. SKT> 2211 

€i-~I~~~*J JIS 4 
JIS G 7701 : 2000 Thol steels 

IJl,i! (ISO {±t>R) 

Spring steel 
~ct:ld.M 

JIS G 4801 : 2005	 Spring steels · · · .. · · <SUP>'" 2229 
Steel f 

Lfh~MfJ 
~.~ I 

JlS G 4802 : 2005	 Cold-rolled steel strips for springs .. · .. · ...... · .. · .. · .......... · 
.....................<S x x e-esp, SK x x -esp, SUP x x -esp > ... 2243 OJIS G 
fi<td.}tlfl1F.,1IHiGlifrIHlf . 

JIS G 7751 : 2000 Hot rolled steels for quenched and tempered springs OJIS 0 
j$f,ArSrBi. UnJ.fflr..!\rollffNj'jfj (ISO {±t>R) 

OJIS G 

Free-cutting steel 
't.~)1jU~ 

OJIS G 
oJIS G 4804 : 1999 Free cutting carbon steels ........ · ...... · .... · ........ · < SUM> ... 2257 

limj'f7:k.rJ'Mfj'f~fi-~~U~MfJ 

OJIS G
Bearing steel 
~~M 

o JIS G 4805 : 1999 High carbon chromium bearing steels· .... · .. ·· .. ··· <SUJ > ... 2283 JIS G 
~ER~:7PAfI!I5tj\JMf;f 

Clad Steel 
JIS G 

77';1 ~1iI 

JIS G 0601 : 2002	 Testing methods for clad steel-· · .. · .. · .. · ·.. · .. · 2315 

:7"7 ':J r'liWAO)~iI:~1Jr! 

o This 81 
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:> ... 2178
 

I>'" 2196
 

r>"· 2211
 

p>'" 2229
 

:p>'" 2243
 

iprings
 

M>'" 2257
 

OJ>'" 2283
 

......... 2315
 

JIS G 3601 : 2002
 

JIS G 3602 : 2004
 

JIS G 3603 : 2005
 

JIS G 3604 : 2004
 

Steel forgings 
~~~ 

oJIS G 3201 : 1988
 

oJIS G 3202 : 1988
 

OJIS G 3203 : 1988
 

OJIS G 3204 : 1988
 

OJIS G 3205 : 1988
 

JIS G 3206 : 1993
 

JIS G 3214 : 1991
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Stainless-clad steels .. ·· .
 

.......................... -< R, BR, DR, WR, ER, B, D, W>'" 2329
 

AT/V 7,77 /' F'iiJ
 
Nickel and nickel alloy clad steels .. · ··· ..
 

...........................< R, BR, DR, WR, ER, B, D, W>'" 2339
 

~/'~~&a~/'~~~~77/'fM 

Titanium clad steels · ··· < R, BR, B>'" 2348
 
1-)7/77/'F'i/iiil
 
Copper and copper alloy clad steels· · ..
 

.......................... -< R, BR, DR, WR, ER, B, D, W>'" 2356
 

m&am~~77/' fiiJ
 

Castings and Forgings 
~ri@~ 

Carbon steel forgings for general use < SF> 2367
 

iR*f,ij~MQ"IJ 

Carbon steel forgings for pressure vessels < SFVC > 2375
 

EEj]~\mmER~M1liJlj~WiI~ 

Alloy steel forgings for pressure vessels for high­
temperature service · .. · < SFVA > '" 2380
 

~rfti,EEj]'g\mm~~ifj~M~ 

Quenched and tempered alloy steel forgings for pressure
 
vessels < SFVQ > 2387
 

EEj]~~~ffl.oo1't~~~jjJ~M~ 

Carbon and alloy steel forgings for pressure vessels for low-

temperature service · · .. · .. · < SFL > 2393
 

fJ:&ifiltEEJ]~\mm~iIlfj~ 

High strength chromium-molybdenum alloy steel forgings
 

for pressure vessels under high- temperature service·········
 
......................................................... < SFVCM > ... 2398
 

~ifiltEEj]~\mm~~OC70L~~7T/iiJ~M~ 

Stainless steel forgings for pressure vessels ...... <SUS F>'" 2404
 
EEJ]~\mmAT:.-' vAM~jjJ~
 

(; This Standard is soon to be revised (see http://www.webstore.jsa.or.jpl). 
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OJIS G 3221 : 1988 

OJIS G 3222 : 1988 

OJIS G 3223 : 1988 

OJIS G 3251 : 1988 

Steel castings 
.Ma1 

JIS G 5101 : 1991 

JIS G5102: 1991 

JIS G 5111 : 1991 

JIS G 5121 : 2003 

JIS G 5122 : 2003 

JIS G 5131 : 1991 

JIS G 5151 : 1991 

JIS G 5152 : 1991 

. , 

Chromium molybdenum steel forgings for general use . J 
......................................................... ···<SFCM> .. · 2420 

:7 ob-'t 1):fT>ilJ~MtIf, 

Nickel chromium molybdenum steel forgings for general J. 
use .. ····· · · .. · ·<SFNCM>· .. 2433 

~7~~:7ob-'t0~f~M.~~ 

High tensile strength steel forgings for tower flanges .........
 JI 
............................................................ <SFT>'" 2444
 

~m77~;;JfJ~'J!VJM.~1ib 1 

IrorCarbon steel blooms and billets forforgings ...... <SFB>'" 2450 
.~~*~.~~fflMW 

JI: 

JI! 
Carbon steel castings .... · .... ·· .. ·.... · .......... ·...... <SC> .. · 2455
 

Dt*M~i!I.'ffi m 
Steelcastingsforweldedstructure· .. · .......... ···· <SCW>'" 2460
 JIS 
i~*·!lt@fflmMtIf, 

High tensile strength carbon steel castings and low alloy 
steel castings for structural purposes ........ -< SCC. SCMn. JIS 
SCSiMn, SCMnCr, SCMnM. SCCrM. SCMnCrM. SCNCrM>'" 2465 
~~ffl~*n~*~&lj~~~~~M~ 

Corrosion-resistant cast steels for general applications ...... JIS 
.... .. .... .... .... ... .. .. .. ... ... ... .. .. ... ... .. .. .... .. .. .. < scs > ... 2471
 

AT~VAJilYjiilfMtIf, JIS 
Heat-resistant cast steels and alloys for general applications 
............................................................ <SCH>'" 2495 

IIlH~M!IlJ&LFiiij~~~~@~ JIS 
High manganese steel castings .. · ........ · .. ·· .. <SCMnH > ... 2516
 
~'7 ~lf~JilYjiilfjDJ~ JIS 
Steel castings for high temperature and high pressure service 
...... · · .. · .. · .. ·· ·· .. · · .. ··· .. ·<SCPH> .. · 2520 JIS 
~tliil'liEEfflmill~ 

Steel castings for low temperature and high pressure service 
............................................................< SCPL>'" 2525 

JIS 
f1&ilifiil'liEEffl~ijijtlf, JIS 

JIS 

o This Standard is soon to be revised (see http://www.webstore.jsa.or.jp/). 
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JIS G 5201 : 1991
 

JIS G 5202 : 1991
 

JIS G 7821 : 2000
 

Iron castings 
~~~ 

JIS G 5501 : 1995
 

JIS G 5502 : 2001
 

JIS G 5502 : 2007
 

JIS G 5503 : 1995
 

JIS G 5504 : 2005
 

JIS G 5510 : 1999
 

JIS G 5511 : 1991
 

JIS G 5526 : 1998
 

JIS G 5527 : 1998
 

JIS G 5528 : 1984
 

JIS G 5528 : 2006
 

JIS G 5705 : 2000
 

JIS G 5903 : 1975
 

- Ferrous Materials & Metallurgy I 

Centrifugally cast steel pipes for welded structure .
 
·· ···· ·· · · .. · ·· <SCW-CF> .. · 2530
 

jg~tfIj@ffl~IL'1Jmill'J~ 

Centrifugally cast steel pipes for high temperature and high
 
pressure service · ··· ···-<SCPH-CF> .. · 2536
 

~jlfu~ffffl~IL'1JmJill!J~ 

Cast carbon steels for general engineering purposes 2542
 
--!¥i:jl!f~~,fflXffl~~iIl'JmliOO&I. 

Grey iron castings ·· .. ·· ·· .. · <FC > 2546
 

h:fJ,I.£lf~&I.
 

Spheroidal graphite iron castings < FCD > 2553
 

f~~~i~H'r1m~&I. 

Amendment 1(Jilfm 1) ,. 2570
 

Austempered spheroidal graphite iron castings .
 
· ·· · .. ··· ····· .. · .. ·· .. ·<FCAD> .. · 2571
 

;t- 'kT//'U*~~~~am~1m 

Heavy-walled ferritic spheroidal graphite iron castings for
 
low temperature service < FCD-LT > 2580
 

{!£jlfuffl~~7:r. 71 H*~~~$am~&I.
 

Austenitic iron castings · ·· < FCA. FCDA>'" 2587
 
;t-ATT1 1-£lf$~1m 

Low thermal expansive Fe-alloy castings .
 
....................................... < SCLE. FCLE. FCDLE>'" 2597
 

~*{M~Jm;~m):§'&I. 

Ductile iron pipes· · ··· ·· · 2603
 

"1·7 "11 }l--m~:g 

Ductile iron fittings* 2621
 

"1·7 "11 }l--m~W<7f3:g (.Iti:tq;) 

Epoxy-powder coating for interior of ductile iron pipes and
 
fittings* 2643
 

"1"7 "11 }l--m~:gP'JiID.:I:-;fot-::/mm~m{:t~~ (W~)
 

Amendment 1(J!!filiI) 2651
 

Malleable iron castings · < FCMW. FCMB. FCMP>'" 2652
 
PJ~m~1m 

Cast shot and grit· · .. · .. · · <G. S>· .. 2661
 

m):§'::/3 '1 1-&0' 7· 'h' I­
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- Ferrous Materials & Metallurgy I ­

JIS G 5904 : 1966 Testing method of cast shot and grit grain size 2666 
~iliv 3 '1 ~;jc;lU7"I)'Y r0*,L!lif:r-t,~1J~ 

Materials for Electric Use 
~~JtH-t~ 

JIS C 2501 : 1998 Methods of test for permanent magnet.. ··········· 2669 

*7-.liBiE~i\,~1j~ 

JIS C 2502 : 1998 Materials for pennanent magnet ........ · ...... · ...... · .. · ...... · .. · 2683 

;ix7-.IiffEt3'f3f ;;;;;;;;;;;;;;; 
JIS C 2504: 2000 Soft magnetic irons <8UY>'" 2707 

~1iffilV:~ 

JIS C 2507 : 1990 Tin coated non-magnetic steel wire for annature binding '" 
......................................................... <NMWE > ... 2717
 

m~J"-1;/ rffl"tf'oo"'J ~~FijtjlJ~ 

JIS C 2550 : 2000 Test methods for magnetic steel sheet and strip' 2723 
~lJBijlJ*~i\,~1J8i; 

JIS C 2552 : 2000 Non-oriented magnetic steel sheet and strip .. · · .. 

······· .. ········· .. ············ .. ····· .. ····· .. ······<OOAxxxx>··· 2760 
~1J JQ]1'1:"lJBijlJ1lf 

JIS C 2553 : 2000 Grain-oriented magnetic steel sheet and strip .......... · .. · .... 
........................ <OORxxx, OOPxxx, OUGxxx>'" 2783
 

1J(ri)tE~liiH~* 

JIS C 2555 : 2000 Steel sheets and strip for pole core ...... ··· <PCYH, PCYC>'" 2802 
lif11Ujltj jjjtlJU:ii.rJ jlJ1lf 

JIS C 2556 : 1996 Methods ofmea~urement of the magnetic properties ofmagnetic 

steel sheet and strip by means of a single sheet tester.. ·· ........ 2826
 
Wilif1jH&1jit&ijt3K%'1'1:~J\~1J~ 

Reference 
~ :15 

1. List of 1IS Standards on Ferrous Materials and Metallurgy 2855 
~m~J![JIS- .~ 

Copyright Protection ofISOIIEC Standards 2864 

ISO, lEe ;Ij'JHr"t .:5,m1tt . llilffil'ftiJ0'iWf{it::.-?\ >'l 
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