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G 4401 : 2009 

G 4403 : 2006 

G 4404 : 2006 

Carbon tool steels.. · .......... ·· ...... 

m*T.~~~1't 

High speed tool steels 
~)£g[T¥Jj\iilill1't 

Alloy tool steels 

B-~IJ'ljl!lJli\ii!1't 

IS04957 : 1999(MOD)'" 2141 

IS04957 : 1999(MOD)'" 2158 

ISO4957 : 1999(MOD)'" 2173 

Spring Steel 
(a;'fd,M 

JIS G4801: 2005 Springsteels 
(f'hli\ii!}lYj1't 

· ·IS0683-l4: 2004 (MOD)'" 2191 
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Bearing Steel 
tIII~M 

®JIS G 4805 : 2008 

Steel Forgings 
~M~ 

JIS G 3201 : 1988 

®JIS G 3201 : 2008 

JIS G 3214 : 1991 

®JIS G 3214 : 2009 

JIS G 3221 : 1988 

®JIS G 3221 : 2008 

JIS G 3222 : 1988 

®JIS G 3222 : 2008 

Steel Castings 
~M~ 

JIS G 510 1 : 1991 

JIS G 5102 : 1991 

JIS G 5111 : 1991 

JIS G 5121 : 2003 

JIS G 5122 : 2003 

®JIS G 513] : 2008 

High carbon chromium bearing st< 
...................................... 'I~
 

;§j~~:7p 1-.~3'tli\ii!~1't 

Carbon steel forgings for general i 

m*li\iil$~&. 

Amendment I (iJ1!fffil) .. 

Stainless steel forgings for pressur 
EEh~~JtIAT/VAli\ii!f,fiJi\iil8i. 

Amendment I ()]!fm 1)'" .. 

Chromium molybdenum steel for; 
:7P1-.'1: 1)'/-T"/lJl$mdb 
Amendment I (iJ1!fm 1) .. 

Nickel chromium molybdenum ste 
z: "J 7"}v:7P1-.'1: 1)7"T'/liI!lJ~.fiii&l, 

Amendment I (iJ1!fm 1) .. 

Carbon steel castings .. 

m~ll!lJj;If~1fu 

Steel castings for welded structure 
i'f;~ff1J'mJtl £If}lYj ir'o 

High tensile strength carbon steel 

steel castings for structural pUrpOi 
f1i~JtIrlili5JUJm~j'j,&(j{!£~{i;:rJ~ 

Corrosion-resistant cast steels for 

AT/VAJi\iil~ll!lJ1Jb 

Heat-resistant cast steels and alloj 

rliit~~'&(jjfij1~i1Az~o1f~&I. 

High manganese steel castings-': 
~'7 /;If/j'j~li\iillJl 



I'" 1972 

... 2007 

... 2038 

"'2057 
... 2060 

... 2083 

... 2094 

... 2113 

... 2125 

,.. 2126 

.. 2141 

.. 2158 

.. 2173 

.. 2191 

Bearing Steel 
fIIl~M 

®JIS G 4805 : 2008 

Steel Forgings 
r.i,g~ 

JIS G 3201 ; 1988 

®JIS G 3201 : 2008 

JIS G 3214 : 1991 

®JIS G 3214 : 2009 

JIS G 3221 : 1988 

®JIS G 3221 : 2008 

JIS G 3222 : 1988 

®JIS G 3222 : 2008 

Steel Castings 
t1i~~ 

JIS G 5101 : 1991 

JIS G 5102 ; 1991 

JIS G 5111 : 1991 

JIS G 5121 : 2003 

JIS G 5122 : 2003 

®JIS G 5131 ; 2008 

- Heat Treatment 

High carbon chromium bearing steels . 

....................................... ISO 683-17 : 1999 (MOD)'" 2205 

~ER*:7oL.~~wn~;M 

Carbon steel forgings for general use · · 2221 

m*~~~dJ', 

Amendment I (~fIIj 1) 2229 

Stainless steel forgings tor pressure vessels· · .. · 2232 

EE::tJ~\*fflA-r/'VA~$~ffi, 

Amendment 1(~~ 1) 2248 

Chromium molybdenum steel forgings for general use 2251 
:7oL.-t I) 7"':f/'~~jljrfr\ 

Amendment I (~fm 1) 2264 

Nickel chromium molybdenum steel forgings tor general use-: 2267 
~7~~:70L.-t~~~/'~~~rfr\
 

Amendment 1(Jf!~ 1) 2278
 

Carbon steel castings ·lS0 3755 : 1976 (MOD)'" 2281 

ER*~~jlju"i. 

Steel castings for welded structure .......... · .......... · ...... · .... 2286
 

jglttflfmffl~~ dtJ 

High tensile strength carbon steel castings and low alloy 
steel castings for structural purposes 2291 

tflfmffl~*::tJm*jIj&a~fr~~~~rfr\ 

Corrosion-resistant cast steels for general applications ...... 
................. ISO 11972 : 1998 (MOD)'" 2297 

AT/'VAjIj~~ffi, 

Heat-resistant cast steels and alloys for general applications 
....................................... ISO 11973 : 1999 (MOD)'" 2321 

jffitr.-!I~&ajffitr.-!I-fr1i'~m.ro 

High manganese steel castings-: ISO 13521 : 1999 (MOD)'" 2342 
i%7/,jf/'~~~£ 

- 19 

http:jffitr.-!I~&ajffitr.-!I-fr1i'~m.ro


.

- Heat Treatment 

Iron Castings 
~~~ 

JIS G 5501 : 1995	 Grey iron castings····· .. · .... ··························· .. ···· .. ······· 2354 
tJ."9'JJ. ii~ &I. 

JIS G 5502 : 2001	 Spheroidal graphite iron castings-vIxO 1083 : 1987 (MOD)'" 2361 
fj(tk",&a~&~&I. 

JIS G 5502 : 2007 Amendment I (),fiM!1) 2378 

JIS G 5503 : 1995 Austempered spheroidal graphite iron castings 2379>: 

:of -	 7. T '.// 'f,j(tkAAHa~~&I. 

Wrought Copper. Aluminium and Aluminium Alloy 
1$~~, 7) [.,.::.=?b, 7)["'::'=?b~~ 

JIS H 3130 : 2006	 Copper beryllium alloy. copper titanium alloy, phosphor 

bronze, copper..nickel..tin alloy and nickel silver sheets. 
plates and strips for springs·· 2388 

LftJ.JfjO)A;.') 1),/bJili1l, +Y''./M'J, IJIvr!fJili1l, '::''Y71l---9''9'~ 

». lJi$ B0)i'fi})U: cH::* 

JIS H 3270 : 2006	 Copper beryllium alloy. phosphor bronze and nickel silver 
rods. bars and wires· .. · · · · · .. · 2409 

A;.I) I) '/ bJili1l, t)IvW~.&Ui$BO)tifI}t(Ui-=*g 

JIS H 4000 : 2006 Aluminium and aluminium alloy sheets, strips and plates ... 
.... ··· .. · .. · .. · .. · .. · ........ · .. · ...... · .... IS0209..1. -2: 1989. 

6361..1 : 1986. ..2: 1990. ..3: 1985. ..4: 1988 (MOD)'" 2426 
7~~.::.'/b.&U7~~.::.'/b~~0)i'fi.&U* 

JIS H 4040 : 2006	 Aluminium and aluminium alloy rods. bars and wires········· 
.............. ·IS0209..1. -2: 1989. 5193: 1981, 6362-1 : 

1986, -2 : 1990, -3. -5 : 2001, 6363-1 : 1988...2 : 1993. 

-4 : 1991. -5 : 1992. 6365-1 : 1988. 7274 : 1981 (MOD)'" 2475 
7~~.::.'/b.&U7~~.::.'/b~~O)tif.&U. 

JIS H 4080 : 2006	 Aluminium and aluminium alloys extruded tubes and cold
drawn tubes .......... · .. · .... · .... · .... "ISO 209-1, -2: 1989. 

6362-1 : 1986, -2: 1990. 6363-1 : 1988. -2: 1993 (MOD)'" 2511 
7~~.::.'/b.&U7~~.::.'/b~~.~.W 

JIS H 4100 : 2006	 Aluminium and aluminium alloy extruded shape· ........ ISO 

209-1, -2: 1989. 6362-1 : 1986. -2: 1990. -4: 1988(MOD)'" 2535 
71l--~.::.'/b.&U71l--~.::.'/b~~O)=IIjlilimU 

JIS H 4140 : 1988	 Aluminium and aluminium alloy forgings 2561 
7~~'::',/b&U7~~'::''/b~~.m~ 
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JIS H 4160 : 1994	 Aluminium and aluminium alloy f 

7~~'::',/b.&U7~~'::',/b~~~ 

JIS H 4160 : 2006 Amendment I (),fif!lj 1) 

OJIS H 5202 : 1999 Aluminium alloy castings ·.. 

... ISO 2378, 2379 : 1972, 3522 : 
71l-- ~.::. '/ i: i5-~~1t5 

Other Processing Mi 

tlQIffl jit-1' 
JIS K 2240 : 2007	 Liquefied petroleum gases ...... ·· 

...... ISO 3993 : 1984, 4256: I 

: 1996. 7941 : 1988. 8973: I ( 
iWf~EiIIJ 7f7. (LP7f7.) 

JIS K 2242 : 2006	 Heat treating oils ...... ·.... ·· ...... 
.............. · ...... IS06743-14: I 

r.Ml1.l'l1lJ!l 
JIS K 2246 : 2007	 Rust preventive oils .. 

~UlJ::.66iI!J 

Reference 

I.	 List of JIS Standards on Heat Treatment ...... · .. · 

r.Ml1.l'l100il.IIs -I: 

Copyright protection of ISO/IEC Standards 
ISO. IEc!J~9£ff9~mm· H1)ffi(1t5O)~fFi'it-=")"'-C 
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JIS H 4160 : 1994	 Aluminium and aluminium alloy foils .. · .. ·· .. ··················
 

· .. · .. · .. · .. ·· .. ············· .... · .... · .. ·ISO 7271 : 1982 (MOD)'" 2583
 
7 }v2'::"»b7Jt..TJ7 }v2'::"»biT~Lt < 

JIS H 4160 : 2006 Amendment I GJiHm 1) 2589
 

OJIS H 5202 : 1999 Aluminium alloy castings··········································
 

'''ISO 2378,2379: 1972,3522 : 1984,7722: 1985 (MOD)'" 2590
 
7}v2'::"»biT~m:l?!J 

Other Processing Materials 
1J1]Im~;f.t 

JIS K 2240 : 2007	 Liquefied petroleum gases ..
 

...... ISO 3993 : 1984, 4256: 1996, 4257: 200 I, 6251
 

: 1996, 7941 : 1988, 8973: 1997, 9162: 1989 (MOD)'" 2609
 
iBZf~EiI!l7'iA(LP7'iA) 

JIS K 2242 : 2006	 Heat treating oils ·.. · · · .. · ..
 

.................... ·IS06743-14: 1994, 9950: 1995 (MOD)'" 2721
 

AAk11.l!l!iIll
 
JIS K 2246 : 2007	 Rust preventive oils · 2745
 

~TJl!::<lt.JiI!l 
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1.	 List of JIS Standards on Heat Treatment · .. · · · · 2797
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