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N 110|SAF 145 124 113 335 3.5 1.0 7.4 B.0 —1.6 0.0
N 220|ISAF-HM 224 114 115 350 2.5 1.0 7.4 8.0 —1.0 | +1.0
N 231 |ISAF-LM 120 117 91 390 2.5 1.0 7.4 8.0 —4.,0 0.0
N 326 |HAF-LS 84 110 72 560 2.5 1.0 7.4 8.0 —4.,0 0.0
N 327 |HAF-LS Bé6 120 60 510 25 1.0 7.4 8.0 —7.0 |—4.0
N 330|HAF 82 103 102 375 2.5 1.0 7.4 8.0 —1.0 | +2.0
N 339 |HAF-HS 90 110 120 345 2.5 1.0 7.4 8.0 +1.0 | +3.0
N 347 |HAF-HS 90 103 124 340 2:5 1.0 7.4 8.0 +0.4 | +2.4
N 375|HAF improved| 90 | 114] 115 350 2.5 1.0 | 7.4 | 8.0 | +0.4 | +2.5
N 550 |FEF 43 —_ 118 355 1.5 0.75 7.5 8.1 —0.8 ]| +1.5
N 650 — 37 — 122 355 15 0.75 7.5 8.1 —1.2 | +1.6
N 660 |GPF 36 — 91 425 L.o 0.75| 7.5 8.1 | —3.5|—1.2
N 774 | SRF-HM-LS 27 —_ 72 495 1.0 0.75 TS 8.1 —4.,2 |—24
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